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1a.  0.80pcf is acceptable for piling

1b.  Marine lumber and timbers shall have a minimum of 0.60 pcf CCA preservative 
     treatment in lieu of 2.5 pcf CCA treatment shown in specification.  This is 
     in accordance with Standard AWPA C3.

     CCA is acceptable for Marine Construction applications and shall remain a 
     requirement of the contract.
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